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TEST REPORT
TEST REPORT ISSUED BY : VASAL LAB SAMPLE TESTED BY / AT : VASAI LAB
TEST REPORT NO. - Y5T-2175-TR-200890
TEST REPORT DATE : 11-01-18
NAME OF CUSTOMER : PROJECT / SITE ADDRESS :
M/s. Elantor Solutions Pvt. Ltd. Elantor Solutions Pvt. Ltd.
A/04, Blue Heaven, Opp. iDBi Bank, A/04, Blue Heaven, Opp. IDBI Bank,
Thakur Complex, Kandivali {East) Mumbai— 400101 Thakur Complex, Kandivali (East) Mumbai— 400101
REFERENCE NO. & DATE . letter Dated 10/01/2018
QUANTITY : 01 No.
CONDITION OF SAMPLE ON RECIEPT OF SAMPLE : Satisfactory
TEST METHOD : Custom Method

REBAR ANCHOR PULL QUT TEST RESULT

Date of Testing : 11-01-18
Dia. Of Rebar / Anchor

- 12 Rebar Anchor Fixing Grout Material @ NA
Fastener {mm)
Sr No. Specimen ID Mark Grade of Anchor Ultimate | Ultimate
Concrete Fastener puli-Out | Pull-Out
penetration | Load (ki) Load {T} Ohbserved Remark
Depth {mm)

Anchor fastener Pulled Out from
RCC at Ultimate Load

1 Drill Dia 12mm M 30 75 31.00 22

NOTE:
-- Sample/s was/were not drawn by laboratory.
- The Reported result/s is/are valid only to the sample submitted to the laboratory.

—- No part of the report, except in full, shall be reproduced without written consent of the laboratory.
— The report is valid only when Global Lab hologram is available on the report.
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Central Lab (Location-01) : Unit Ne. 31 & 32, Sethia Industrial Park, Opp. Sayali Petrol Pump, Sativali, Off NH No. 8, Vasai {E), Palghar - 401 208. Tel :9323712211
Regional Lab (Location-02) : 29 & 30, Krishi Industrial Estate, TTC Industrial Area, Turbhe, Navi Mumbai - 400 613. Tel : 022-6060 0679
Branch Lab : Borivali (W), Mumbai - 400 092 Tel : 022-2864 5431 | Kurla (W), Mumbai - 400 070 Tel : 022-6448 1925
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